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We investigate, both theoretically and numerically, a graphene-coated nano-cylinder illuminated
by a plane electromagnetic wave in THz range of frequencies. We have derived an analytical for-
mula that enables fast evaluation of the spectral window with a substantial reduction in scattering
efficiency for sufficiently thin cylinder. This effect leads to tunable resonant invisibility that can
be achieved via modification of graphene chemical potential monitored by the gate voltage. A
multi-frequency cloaking mechanism based on dimer coated nanowires is also discussed.
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I. INTRODUCTION

Recent progress in design and manufacturing of new
photonic materials has enabled novel models and mul-
tifunctional devices to achieve unprecedented control of
light. In particular, by using various techniques based on
transformation optics, the possibilities have appeared to
electromagnetically isolate a space region for certain fre-
quencies or range of frequencies. It means that an object
located inside such a space region will practically stop in-
teracting with illuminating light [1–3]. In fact, a remote
observer will not be able to detect the presence of the ob-
jects that are shielded and protected by optical cloaking.
A major drawback in practical applications of these tech-
niques is due to the properties of materials needed, either
artificial or natural, that exhibit extreme permittivity or
permeability. However, coatings can be designed such as
metal-dielectric multilayer or metasurfaces to drastically
reduce the scattered signal from subwavelength particles
and make the assembly nearly undetectable [4–7]. Of
course, the light interacts with the nanoparticles, but the
destructive interference of different elements that consti-
tute the complex nanostructure practically cancels out
the scattered radiation.

Graphene represents a groundbreaking and exciting
material that combines suitable characteristics for the
use in optoelectronic devices in far-infrared and THz re-
gion of frequencies due to the intrinsic ability to mold
the surface current with low-loss rates [8, 9]. High con-
ductivity within atomically thin layer of graphene, and
significant tuning ability via the applied bias voltage, en-
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ables the cancellation of scattering effects. Drastically re-
duced overall visibility of the scattering object that was
conducted via graphene monolayer wrapping the cylin-
der, for the first time, was extended to the far-infrared
range of frequencies by Chen and Alu [10]. In that case,
the local polarizability of a nanowire with moderately
thick diameter and the graphene coating sheet with the
opposite signs can be mutually cancelled under suitable
layout. Different schemes have been proposed with plas-
monic compounds, using a dipole moment of opposite
phase to attain a scattering cancellation [11–13]. If the
incident radiation is p-polarized, however, the spectral re-
sponse of the scattering cross section seems to be totally
dissimilar [14]. Then, a set formed by a peak, associated
with the scattering via a narrow Mie mode, and a valley
offers the prospect to obtain invisibility with unprece-
dented control over the wire resonance spectral location
by changing the chemical potential.
In the present paper we extend the previous concept

by employing a p-polarized incident plane wave that illu-
minates a graphene coated dielectric nanowire in order to
get near the fundamental localized surface plasmon po-
lariton. Subsequently we optimize the scattering cancel-
lation of the nanocavity. The proposed theoretical model
is critically discussed with a conclusion that a character-
istic lineshape appears comparable to the shape of Fano
resonance [15]. The check of validity and estimation of
our results is performed by using the full-wave Lorenz-
Mie method [16].

II. FORMULATION OF THE PROBLEM.

ANALYTICAL CONSIDERATIONS

Let us consider a cylindrical dielectric nanowire of ra-
dius R and relative permittivity ǫd over-coated by an
atomically thin graphene shell, and oriented along z axis,
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FIG. 1: Illustration of the atomically thin graphene layer of
conductivity σ coating a nano-sized scattering cylinder of per-
mittivity ǫd, where the environment medium has a permittiv-
ity ǫ. Here we consider an incident TEz-polarized plane wave.

as illustrated in Fig. 1. The nanowire is assumed to be
placed in a lossless environment medium of the relative
permittivity ǫ and illuminated by a plane electromagnetic
wave that propagates along the x axis with the electric
field vector Ein in the xy plane. The graphene conduc-
tivity σ within the coating shell is described in the local
random phase approximation by using Kubo formula [17]
as a sum of intraband σintra and interband σinter contri-
bution, where

σintra =
2ie2kBT

π~2(ω + iΓ)
ln

[

2 cosh

(

µ

2kBT

)]

, (1)

and

σinter =
e2

4~

[

1

2
+

1

π
arctan

(

~ω − 2µ

2kBT

)

− i

2π
ln

(~ω + 2µ)
2

(~ω − 2µ)
2
+ (2kBT )

2

]

. (2)

Here, −e is the charge of an electron, ~ is the reduced
Planck’s constant, kB is Boltzmann’s constant, T is the
temperature, Γ is the charge carriers scattering rate, µ is
the chemical potential and ~ω is the photon energy. Also,
the time harmonic dependence of the field is adopted to
be of the form exp (−iωt).

To estimate analytically the scattering efficiency of the
coated nanowire, we followed the Lorenz-Mie scattering
method given in detail for instance in Refs. [10, 14, 18–
20]. As mentioned above, we assume that the nanotube is
illuminated by a TEz-polarized plane wave propagating
along the x axis, as illustrated in Fig. 1. The electromag-
netic field of the incident plane wave may be set as

Hin = ẑH0 exp (ikx) = ẑH0

+∞
∑

n=−∞

inJn (kr) exp (inφ) ,

(3)
and Ein = i∇×Hin/ωǫǫ0, which reads as

Ein = −E0

+∞
∑

n=−∞

in
[

r̂n
Jn (kr)

kr
+ φ̂iJ ′

n (kr)

]

exp (inφ) ,

(4)
where r and φ are the radial and azimuthal cylindri-
cal coordinates, respectively, H0 is a constant amplitude,
E0 = H0k/ωǫǫ0, Jn(·) is the Bessel function of the first
kind and order n, k0 = ω/c is the wavenumber in the
vacuum, and k = k0

√
ǫ. Here the prime appearing in

J ′
n (α) denotes derivative with respect to the variable α.

In Eq. (3) we used the Jacobi-Anger expansion of a plane
wave in a series of cylindrical waves. The scattered elec-
tromagnetic field in the environment medium, r > R,

may be set as [16]

Hsca = ẑH0

+∞
∑

n=−∞

ani
nH(1)

n (kr) exp (inφ) , (5)

and

Esca = −E0

+∞
∑

n=−∞

ani
n

[

r̂n
H

(1)
n (kr)

kr
+ φ̂iH(1)

n

′
(kr)

]

× exp (inφ) ,(6)

where H
(1)
n (·) = Jn(·) + iYn(·) is the Hankel function of

the first kind and order n, and the coefficients an must
be determined. The total magnetic field in the environ-
ment medium is simply Htot = Hin +Hsca. Finally, the
electromagnetic field in the dielectric core of the coated
cylinder (r < R) is expressed as

Hd = ẑH0

+∞
∑

n=−∞

bni
nJn (kdr) exp (inφ) , (7)

and

Ed = − kdH0

ωǫdǫ0

+∞
∑

n=−∞

bni
n

[

r̂n
Jn (kdr)

kdr
+ φ̂iJ ′

n (kdr)

]

× exp (inφ) , (8)

where the wavenumber kd = k0
√
ǫd.

The Lorenz-Mie scattering coefficients an and dn, are
determined by means of the proper boundary conditions.
Due to the existence of graphene surface conductivity,
the boundary conditions at r = R are given by [21] in
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order to ensure the continuity of tangential components
of the electromagnetic field at the graphene shell:

φ̂ ·Ed = φ̂ · (Esca +Ein) , (9)

ẑ ·Hd = ẑ · (Hsca +Hin) + φ̂ ·Edσ, (10)

Since the electric field is assumed to be in the xy plane,
the φ-component of the effective conductivity has to be
taken into account, only. These two equations can be
written as

kd
ǫd

bnJ
′
n (kdR) =

k

ǫ

[

J ′
n (kR) + anH

(1)
n

′
(kR)

]

, (11)

bnJn (kdR) = Jn (kR) + anH
(1)
n (kR)

− σ
ikd

ωǫdǫ0
bnJ

′
n (kdR) . (12)

Here, the coefficients with different index n can be
treated separately due to the linear independence of the
multipolar components of the wave field. Finally, we ob-
tain the analytical expressions for the scattering coeffi-
cients [14]:

an =
kdJ

′
n(kdR)

[

ǫJn(kR)− i kσ
ωǫ0

J ′
n(kR)

]

− kǫdJn(kdR)J ′
n(kR)

kH
(1)
n

′
(kR)

[

ǫdJn(kdR) + ikdσ
ωǫ0

J ′
n(kdR)

]

− kdǫH
(1)
n (kR)J ′

n(kdR)
, (13)

bn =
kǫd

[

H
(1)
n

′
(kR)Jn(kR)−H

(1)
n (kR)J ′

n(kR)
]

kH
(1)
n

′
(kR)

[

ǫdJn(kdR) + ikdσ
ωǫ0

J ′
n(kdR)

]

− kdǫH
(1)
n (kR)J ′

n(kdR)
. (14)

FIG. 2: Scattering efficiency, Qsca, of a bare cylinder of ra-
dius R = 0.5 µm and permittivity ǫd = 3.9 immersed in air,
a graphene nanotube of chemical potential µ = 0.5 eV sur-
rounded by air, and the graphene-coated nanocylinder. In all
calculations we set T = 300 K and Γ = 0.1 meV.

III. SCATTERING EFFICIENCY

The scattering coefficients an, given by Eq. (13), enable
the fast estimation of the scattering efficiency [16]:

Qsca =
2

kR

+∞
∑

n=−∞

|an|2. (15)

Typically, the terms with low order n effectively con-
tribute to the summation when the size of the scat-
tering object is small enough. The invisibility condi-

tion is achieved when the scattering coefficients an si-
multaneously tend to zero. In contrast, resonances can
be attributed to the pole(s) of scattering coefficient(s).
Now, we would like to compare the scattering efficiency
of: (i) a bare dielectric cylinder, (ii) a graphene nan-
otube, and (iii) a uniform-graphene coated dielectric
nanocylinder. We assume the dielectric core made of
SiO2 with the relative permittivity ǫd = 3.9 and radius
R = 0.5 µm; the graphene monolayer with the chemical
potential µ = 0.5 eV; ambient temperature T = 300 K
and carrier scattering rate Γ = 0.1 meV. The last two
parameters are kept fixed in all numerical calculations
that follow. The scattering efficiency spectrum Qsca(λ),
where λ is the wavelength of the TEz-polarized illuminat-
ing radiation, for each of the three objects is presented
in Fig. 2. In the range of long wavelengths, the curve
pattern is formed by a peak resonance at λ = 36.4 µm
and a minimum of scattering efficiency at a wavelength of
28.1 µm. The resonance wavelength and the invisibility
wavelength can be found in the vicinities of the resonance
peak for the free-standing graphene nanotube, found at
λ = 23.4 µm. Without the presence of the graphene coat-
ing, the dielectric cylinder cannot exhibit any significant
feature of the scattering efficiency in such spectral range.
One might presume that the set of peak and valley pat-
terned in the scattering efficiency follows the character-
istic lineshape of the Fano resonance, where the emission
of electromagnetic waves by the coated nanowire creates
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FIG. 3: Scattering efficiency spectra, Qsca, for a uniform-
graphene coated cylinder illuminated by a TEz-polarized
plane wave, when the radius R varies, maintaining fixed
ǫd = 3.9 and µ = 0.5 eV. We included analytical equations
(19) and (20) indicating the resonance condition and the in-
visibility condition, respectively.

the interference between the nonresonant scattering from
the dielectric core and scattering by narrow Mie modes
in the graphene nanotube [22]. The graphene-coated
nanowire exhibits a scattering efficiency dominated by
the graphene nanotube (surrounded by air) at long wave-
lengths, where the graphene coating isolates the central
dielectric cylinder. On the other hand, the bare (un-
coated) nanowire dominates the scattering properties for
shorter wavelengths, due to its stronger response far from
the Rayleigh scattering regime. Note that in Fig. 2, addi-
tional minima of the scattering efficiency can be found in
the visible and near-IR due to the contribution of high-
order Fano resonances, as described in Refs. [23, 24].

It is necessary to point out that evaluation of the elec-
tromagnetic field components, given by (5–8), as well
as the scattering efficiency (15), can be alternatively
achieved by using a matrix method to derive the scat-
tering coefficients an and bn [25, 26]. In this respect,
the finite width of the graphene layer (tg) has to be in-
troduced, that leads to the corresponding graphene per-
mittivity ǫg = 1 + iσ/ǫ0ωtg. In particular, tg = 0.5 nm
has been employed, where the calculated scattering effi-
ciency for multilayered nanotubes (not shown here) is in
excellent agreement with the results depicted in Fig. 2.

Consequently, the presence of a peak resonance for a
graphene nanotube induces the Fano-like resonance in
the complex graphene-dielectric nanowire. Therefore,
tuning the resonance peak of the graphene nanotube will
enable to shift the invisibility wavelength on demand.
This procedure can be carried out by simply modifying
the radius of the graphene nanotube [27]. Scattering ef-
ficiency for a graphene-coated dielectric nanowire as a
function of radius R is presented in Fig. 3. It is evi-
dent that peak-valley lineshape is preserved, but shifted
towards the longer wavelengths when the radius of the
cylinder R increases.

On the other side, in order to obtain an analytical ex-
pression for the fast evaluation of the invisibility window
we use the following approximate expression for σintra

that dominates the contribution to graphene conductiv-
ity for moderate and low frequencies (~ω < µ), and large
doping (µ ≫ kBT ):

σintra =
ie2µ

π~2(ω + iΓ)
(≈ σ), (16)

In fact, this expression represents generalization of the
well known Drude model for application to graphene.
For example, that model is particularly accurate for the
imaginary part of graphene conductivity for λ > 10 µm,
if all the other relevant parameters stay the same as in
Fig. 2 & 3. In addition, the requirement ω ≫ Γ (or
λ ≪ 12.4 mm) gives the upper limit on the wavelength.
Therefore, for the parameters used in the present paper,
we may conclude that the expression:

Im(σ) ≈ e2µ

π~2ω
, (17)

can be used with the high accuracy. On the other hand,
analytical approximations for the resonance wavelength
and the invisibility wavelength can be deduced by means
of the electrostatics approximation [16, 27]. By compar-
ing the squared modulus of the scattering coefficients an
for nanosized graphene-coated cylinders, one can observe
that the first order dominates over the rest of orders in
the spectral range of interest. For |a1|2 and R = 0.5 µm,
we observe a maximum at 36.4 µm and a minimum at
28.1 µm, two features which are replicated in the scat-
tering efficiency. In the latter, in fact an additional peak
is also observed at 25.7 µm corresponding to a resonance
peak of |a2|2. Further peaks and minima are difficult
to be registered. For that reason, the scattering orders
n = ±1 can be taken into account, only. Within the
electrostatics approximation, we further use a Taylor ex-
pansion in the limit R → 0, retaining only the term of the

lowest order, such as J1(x) ≈ x/2 andH
(1)
1 (x) ≈ −2i/πx.

Then,

a1 =
iπ

4
(kR)2

ǫd − ǫ+ iσ/ǫ0ωR

ǫd + ǫ+ iσ/ǫ0ωR
. (18)

In other words, the complex scattering object under con-
sideration behaves like a solid cylinder of dielectric con-
stant ǫd + iσ/ǫ0ωR, that assumes a bulk conductivity
σ/R.
When ω ≫ Γ, it follows from Eq. (18) that the reso-

nance appears at the frequency:

ωres =

√

e2µ

π~2ǫ0R(ǫd + ǫ)
, (19)

Assuming that ǫd and ǫ are positive, a resonance peak
will occur since Im(σ) > 0 in the spectral range of in-
terest. Note that the peak resonance is associated to a
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localized surface plasmon in the graphene-coated cylin-
der, and its dispersion relation can be interpreted such
that this bound mode cyclically propagates along the
cylinder perimeter exactly one effective wavelength cor-
responding to the flat graphene sheet [27]. More in-
teresting in our study, a drastic reduction of the scat-
tering efficiency will be experienced under the constrain
ǫd − ǫ − Im(σ)/ǫ0ωR = 0. The frequency for invisibility
will surge at

ωinv =

√

e2µ

π~2ǫ0R(ǫd − ǫ)
, (20)

As a consequence, the invisibility window depends on the
parameter µ/R∆ǫ, where ∆ǫ stands for the difference of
dielectric constants between the core and the environ-
ment media. In order to meet either the invisibility or
the scattering resonance conditions, for given monochro-
matic field, the nanowire radius R has to be adjusted.
This is illustrated in Fig. 3, where the analytical expres-
sions (19) and (20) have been included for resonance and
invisibility, respectively. Excellent agreement is evident,
especially for low radius nanowires. Finally, we would
like to emphasise that the scattering efficiency can be ac-
curately calculated as Qsca = 4|a1|2/kR for sufficiently
thin graphene-coated nanowires, that is when the dipo-
lar term given within the electrostatics approximation in
Eq. (18) dominates. Therefore, the spectral dependence
of the scattering efficiency can be written as

Qsca ∝ ω3

(

ω2 − ω2
inv

)2
+ (ωΓ)

2

(ω2 − ω2
res)

2 + (ωΓ)2
. (21)

Interestingly, when the regions of invisibility and reso-
nance start to overlap, i.e. when ωinv − ωres ≪ ω in
the spectral window of interest, Qsca approaches the well
known Fano resonance lineshape [15]:

Qsca ∝ (FΓ/2 + ω − ωres)
2

(ω − ωres)
2
+ (Γ/2)

2 . (22)

Here, the so called Fano parameter F =
(ωres − ωinv) / (Γ/2). The validity of such an ap-
proximation is limited to the case ǫd ≫ ǫ, as discussed
below. In the case of anisotropic plasmonic nanotubes
such behaviour has been highlighted in Ref. [28].
In Fig. 4 we show the total electric field inside a coated

cylinder, Ed, and the field in the enviroment medium,
Ein + Esca, normalized to the electric field of the in-
cident plane wave, E0, at different wavelengths. Out
of the spectral band where the invisibility and reso-
nance exist, as illustrated for (a) λ = 10 µm, and (d)
λ = 50 µm, a moderately intense signal that corre-
sponds to a dipolar scattered field is evident. In this
case, Rayleigh scattering is governing, which is character-
ized by a dominant coefficient a1 ∝ λ−2. For ω ≪ ωres

the graphene layer acts as a perfect electric conductor
(PEC), and the graphene-coated dielectric cylinder be-
haves exactly like a bare PEC nanowire. In that case,

FIG. 4: Modulus of the normalized total electric field, |E/E0|,
for a graphene-coated cylinder of radius R = 0.5 µm, keep-
ing ǫd = 3.9 and µ = 0.5 eV, illuminated by a TEz-polarized
plane wave of wavelength (a) λ = 10.0 µm, (b) λ = 28.1 µm
coinciding with the invisibility window, (c) λ = 36.4 µm sat-
isfying the resonance condition, and (d) λ = 50.0 µm.

a1 ≈ iπ (kR)
2
/4. In contrast, for longer wavelengths

graphene conductivity can be neglected and the complex
nanowire behaves like an uncoated cylinder. In that case,
a1 ≈ iπ (kR)

2
(ǫd − ǫ)/4(ǫd + ǫ). The invisibility window

is manifested at the wavelength λ = 28.1 µm, where a
drastic reduction of the scattering wave field is apparent.
Here the first-order scattering coefficient can straight-
forwardly approximated by a1 ≈ −πωinvΓ∆ǫR2/8c2,
and therefore the scattering efficiency increases with the
cylinder radius as Qsca ∝ R3 at ωinv. Note that the
electric field is conserved inside and outside the coated
nanowire. On the contrary, the resonant condition will
be satisfied nearby at λ = 36.4 µm, where an enhanced
scattered field is emitted by the coated cylinder.

IV. TUNING INVISIBILITY

A possibility of tuning the invisibility window, as well
as the window of the resonance peak, by modifying the
chemical potential of the graphene coating that can be
monitored by gate voltage seems to be very important for
applications. The spectrum of Qsca for a varying chem-
ical potential µ is shown in Fig. 5(a), assuming a fixed
core of radius R = 0.5 µm and permittivity ǫd = 3.9.
We observe that the peak-to-valley sinuosity governing
the scattering spectrum is blueshifted for an increasing
value of µ. As long as the chemical potential is enlarged,
the graphene conductivity also grows producing a shield-
ing effect in the nanowire, which can be compensated
by shifting the working wavelength to the near infrared.
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FIG. 5: Contour plot of Qsca for graphene coated cylinders il-
luminated by a TEz-polarized plane wave, when (a) the chem-
ical potential µ is varied, keeping ǫd = 3.9 and R = 0.5 µm,
and (b) the permittivity ǫd of the dielectric core varies and the
environment medium has a dielectric constant ǫ = 1, main-
taining fixed R = 0.5 µm and µ = 0.5 eV. We also represent
the curve of resonance given by Eq. (19) in dot-dashed line,
and the invisibility condition of Eq. (20) drawn in dashed line,
when the external medium has a permittivity ǫ = 1 (in black)
and, for comparison, when ǫ = 4 (in yellow).

For example, the invisibility spectral band is 42.25 µm
wide when changing the chemical potential from 0.1 eV
for λinv = 62.25 µm to 1.0 eV for λinv = 20.00 µm. No-
tice, however, that the spectral width of the invisibility
window, tuned by changing the graphene-shell chemical
potential, depends on dielectric core radius R and per-
mittivity, as well as ǫ. These parameters are responsible
for cloaking activation at other frequencies. Therefore,
the results presented in Fig. 5(a) are devoted specifically
to R = 0.5 µm, and ǫd = 3.9.

In Fig. 5(b) we present the scattering efficiency spec-
trum Qsca for graphene coated dielectric nanowire as a
function of core permittivity ǫd, when immersed in the air
(ǫ = 1), while keeping fixed R = 0.5 µm, and µ = 0.5 eV.
Negative values of the permittivity ǫd can be realized via
semiconductor doping, e.g. n-InGaAs. In the spectral

FIG. 6: FEA-based numerical evaluation of the scattering effi-
ciency of a cluster of two graphene-coated nanowires of radius
R = 0.5 µm, core permittivity ǫd = 3.9, and graphene chem-
ical potential µ = 0.5 eV, immersed in air. The nanowire
cluster is oriented transversally (red solid line) and along
(blue solid line) the propagation direction of the incident light.
For comparison, we include the spectrum of Qsca for a single
nanoparticle in dashed green line.

range of interest, dispersion of that semiconductor ǫd(ω)
can be very well described by the Drude model with the
plasmon wavelength located at λp = 5.41 µm [29]. Min-
imum of the scattering efficiency and the peak of the
resonance both shift to longer wavelengths with an in-
crease of the core permittivity. For the core permittivity
ǫd that is only slightly higher than ǫ, the invisibility win-
dow significantly widens at the rate dωinv/dǫd, which is
notably higher than dωres/dǫd, for the resonance peak
window. For instance, the scattering minimum spans
from 11.89 µm to 16.62 µm in the interval where ǫd
changes from 1.5 to 2.0, whereas the variation of the res-
onant peak is produced from a wavelength of 26.09 µm
to 28.53 µm. Moreover, when |ǫd| < ǫ, the conducting
graphene sheet can excite a resonant peak but the invis-
ibility window vanishes. On the other hand, the max-
imum and the minimum of the curve virtually coincide
for an epsilon-near-zero surrounding material. We point
out that a nonneglecting value of the imaginary part of ǫ
imposes a correction of Eqs. (19) and (20), thus prevent-
ing the peak-valley collapse. Inversely, high values of the
environment permittivity enable to move the resonant
peak further from the invisibility window, as depicted in
Fig. 5(b) for ǫ = 4.
Next, we would like to analyze the scattering effi-

ciency of the clusters of two invisible graphene-coated
nanocylinders. In Fig. 6 we present the spectrum Qsca

that corresponds to dimmer nanowires, each of the ra-
dius R = 0.5 µm and permittivity ǫd = 3.9 over-
coated by a uniform-graphene shell with chemical poten-
tial µ = 0.5 eV. The pair of nanowires can be oriented ei-
ther along the propagation direction of the incident plane
wave, or perpendicularly. It is assumed that the axis of
the cylinders is always in the z-direction. The scatter-
ing efficiency is numerically evaluated by using COMSOL
Multiphysics, which is a commercially available solver of
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the Maxwell’s equations based on the finite element anal-
ysis (FEA). In the first case, a set of a peak resonance
and a scattering minimum, found at λres = 35.2 µm and
λinv = 28.0 µm respectively, stands out in the scatter-
ing lineshape which is comparable to the spectral pat-
tern for a single graphene-coated nanowire, except maybe
in an increased efficiency magnitude. For the case of
two directly adjacent coated nanowires illuminated by
light polarized along the interparticle y axis, two min-
ima are identified at wavelengths λinv 1 = 28.0 µm, coin-
ciding with the previously analyzed invisibility window,
and λinv 2 = 35.2 µm. In addition, two resonant peaks
are traced at λres 1 = 33.6 µm and λres 2 = 44.6 µm.
The strong coupling between the graphene plasmons of
each individual coated nanowire is well described by a hy-
bridization picture relying on the analogy between plas-
mons and the wave functions of simple quantum systems
[30].
Finally, it is worth noting that scattering cancellation

can be expected to appear at more different frequencies
when dealing with clusters formed by a higher number
of graphene-coated nanowires. Previously proposed al-
ternate multi-frequency cloaking mechanism is based on
several graphene layers implementation at different gate
charges [31].

V. CONCLUSIONS

We have demonstrated that the scattering behavior of
a sufficiently thin graphene-coated nano-cylinder remi-

niscences a solid nanowire with a bulk conductivity equal
to the ratio of graphene surface conductivity and the
wire radius. In that case, some analytical expressions
(see equations (18)–(20)) have been derived enabling the
characterization of the spectral window for the invisibil-
ity cloaking. We have examined the possibility of tuning
the invisibility window by monitoring the applied gate
voltage to control the chemical potential of graphene.
Moreover, we reveal that the spectral distribution of
scattering efficiency, for the high index ratio between
the core and the surrounding medium, approaches the
well-known Fano resonance line shape. We propose an
adequate multi-frequency invisibility mechanism that is
based on a hybrid picture with clusters of several invis-
ible graphene-coated nano-cylinders. Our findings can
be straightforwardly applied to more complex graphene
coating structures [32, 33]. Finally, we would like to em-
phasize that the proposed scheme seems to be tunable
enough to be implemented in ultra-thin reconfigurable
cloaking devices. Within the THz range of frequencies
this can be applied to low-noise sensing and imaging.
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